
RIOteel Labs Comparison study of insulation vs. lizantSkin
Internal Space measurement analysis comparison
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Coating = 40 mils (0.040") Liz3_rdSkin

Space Measurement Anaylsis
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All tests perfonned with Guarded hot box at BIOleel Lab facility Austin, Texas Campus
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